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PARTICLE ANALYSIS TECHNIQUES

Dynamic Image
Analysis

Static Image
Analysis

Laser Diffraction

Dynamic Light

Particle Size & Shape

v

0.8 um

10 nm SYN

160 um

CAMSIZER M1

C

I O O | N W11
05um AEROTRAC I

Scattering 03N NANOTRAC Series 10 pm

MICROTRAC
MEB

1,500 pm

4,000 um

2,000 um

Surface & 035 nm BELSORP & BELPORE products lines 1,000 um
Porosity
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MICROTRAC MRB BUSINESS UNITS & MICROTRAC

TECHNOLOGIES MIEB
Pantidld Sizeze: Panticled Sizez& Siapepe: Sunféeceanth Barasitysity:
A 1nm R4 mm At m  RIB5 mm A Technology: Gas Adsorption
A Technology: Laser Diffraction, Dynamic A Technology: Dynamic and Static Image A Site: Osaka, Japan
Light Scattering Analysis
A Site: Montgomeryville, PA, USA A Site: Haan , Germany
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PARTICLE ANALYSIS TECHNIQUES miIEROT=RE

Particle Size & Shape

\,‘ | | | |

up to 8 mm
lup to 1 mm

| !
20 pm i : 30 mm
| | = |
160 pm 135mm

1,500 un-L

Static Image
Analysis

10 nm SAVSIZeny,, I CA""S'ZERIZJ

Laser Diffraction

Dynamic Light o3 : ”
Scattering ... NANOTRAC Series pm

-

MICROTRAC
A

o NANOTHAG
- A s

FLOWSYNC
L
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MICROTRAC
LASER DIFFRACTION MUMEB

Hawutitvorksks:

A Electromagnetic waves (light) show
diffraction when interacting with matter.
Superposition of the waves (interference)

leads to amplification or extinction.

A The phenomenon can be observed with

grids, slits, apertures and PARTICLES.

Diffraction  patterns Adiantegeses:

A Wide measuring range

Large particles C small
angles of diffraction , high

intensity A Fast

Small particles C large A Versatile

angles of diffraction ,low
intensity , blurry

Diffraction angles depend on wavelength and particle size

part of VERDER U Microtrac MRB 9
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| MICROTRAC
DIFFRACTION ANALYZER: SYNC MEB

Adiantageses:

A Wet and dry analysis
A Easy change of modules

A Camera for additional image

iInformation

A 3 configurations: 2R, 3R, 1R2B

part of VERDER \ U Microtrac MRB 10
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PARTICLE SIZE AND SHAPE: LASER DIFFRACTION MICROTRAC
AND DYNAMIC IMAGE ANALYSIS NEB

Two fixed photoelectric  detector

arrays
A 0,02 to 16% Collector lens
A 151Detector -Segments ~ ‘
Laser 2 (red or blue)
Laser wavelength: , righ-angle detector
780 nm (red),
405 nm (blue) Lesertired) X - ’ \
=l

Available Configurations:
A 3red lasers

AN
A Laser 1red / Laser 2 & 3 blue AL y . v
A 2 red lasers =) ample ce

Collector lens

U3 g wq [ innojgtived modified e et
Mie scattering theory produces
accurate particle size distributions
for both spherical and non -

spherical particles.

Laser 3 (red or blue)

part of VERDER'.
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= MICROTRAC
SYNC RIMAGE ANALYSIS “AMER

A 5.2 Megapixel camera with 22 -60
fps

A Realtime visualization of particles
. Collector lens Stroboscopic light source
during the measurement & | o

A Reporting of graphical and >

High-angle detector

tabular size and shape data

A More than 30 size and shape
parameters: width, length, area ' i
equivalent diameter, circularity, \ =
aspect ratio, compactness,
sphericity, roundness, convexity
etcl m

Sample cell

A Powerful search and filter options

High-resolution camera

A Two camera resolutions available
(high -range and low -range)

part of VERDER'.
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MICROTRAC
DATA ACQUISITION “AMER

Laser 2 (red or blue) Detector 2 (Off -Axis Array)

Sample Cell

Laser 1 (red) Strobe Light for Image Analysis

Detector (On -Axis Array)

Laser 3 (red

Camera (Image Analysis ) blue)
or blue

Docking station
for sample
delivery systems

partofVERDER'. U p3gwqf wli§ pes=
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MICROTRAC
WET & DRY DISPERSION . SAER

FlowSync TurboSync

Wet dispersion Dry dispersion

Ultrasonic Sample feeding
Probe + moving tray

Dispersion with

Dispersion compressed air
Bath
Sample Cell ) Sample Cell
Air flow
Centrifugal Pump
part of MERDER U H3gwaluwlg ues
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MICROTRAC
DYNAMIC LIGHT SCATTERING “AMER

MigRroYRac @ NANOTRAC
////// [ SWAVE B MICROTRRC

| o | -

NANDTHAS
L FLEX

Nanotiacac Waved |l

A Size 0.3nm R10.000 nm Size 0,3 nm R10.000 nm

Zeta potential External probe: in -situ analysis

A
A Flow cell for titrations
A

Compliant to DIN ISO 22412:2017 Multiple probe lengths

A
A
A Online capability
A
A

Compliant to DIN ISO 22412:2017

Dynamic light scattering is used to measure NANOPARTICLES!
Proteins, nano -metals, org. macromolecules, inks, pigments etc.

part of VERDER \ U Microtrac MRB 15
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DYNAMIC LIGHT SCATTERING

Hawnititvorksks:

A DLS measures Brownian Motion of small particles in a
suspension
A Diffusion coefficient (D 1) by the

Stokes -Einstein Equation: kT

D, =—
3o 4,

.) Is related to particle size (d

Homodyne Heterodyne
Self - Béating Laser -amplified scattering reference method
Sample reflection area Sample
R \ OO
0% 0’ 0e% ¢
0ot ) 00,
00, \ -
LASER LASER |
0
I
(Is)2 % S
Detector Detector
PCS FFT
Photon correlation Frequency
spectroscopy Power spectrum
dé d3
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Detector S e,

IReﬂe%ted Sapﬁﬁiré . e,
N o window .. .
& Scattered light SO0 o
B
i, d00 [ Fry W o S
L = > Lo o e ]
. . ‘o i e
Y beam 1 * e
litter ; s
Rt GRIN lens '
B A
e . o°
Laser beam - Sample
in optical fibre ‘ ® o
. \
» C(‘ © ’t'l ©
Laser L
. 4
© ®w av 0,
Iterative Particle Size Calculation from Power Spectrum
/\ Tonm 1o 0 ®
o. 80 = =16
H AN > i :
E / Vﬂnm\ ;-J'f, aod E
% U ¥ ‘| .
i / \ I:: |I|, il ::
/ \ 02 1 10 100 1000 10000
d (nanometars)

LOGARITHMIC FREQUENCY CHANNELS

L

1. Estimate size distribution 4. Correct estimated distribution
2. Calculate estimated particle size 5. Repeat 1-4 until error is minimized

3. Calculate error in particle size 6. Minimum error distribution is best fit




APPLICATIONS LASER ANALYZERS Mlcno;ﬁgg

Pharmaceuticals Pigments Polymers Emulsions
.ol "k
Nanomaterials Spices Colloids

Cosmetics Ink & Paint Cement

part of VERDER'.
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BUSINESS UNITS & TECHNOLOGIES Mlcnogyﬁgg

Pantidle Sizeze: Panticled Sizez& Siapepe: Sunféeceanth Barasitysity:
A 1nm R4 mm A f m' RIBSmm A Technology: Gas Adsorption
A Technology: Laser Diffraction, Dynamic A Technology: Dynamic and Static Image A Site: Osaka, Japan
Light Scattering Analysis
A Site: Montgomeryville, PA, USA A Site: Haan , Germany
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DYNAMIC IMAGE ANALYSIS (DIA) miIEROT=RE

Sample flow

~ Hawitivorksks:

g
K

¢

A Stream of particles

Light source 1

A In front of illuminated background
Basic Camera

. A Shadows of particles detected by the

cameras

Adian S:

Light source 2

Zoom Camera A Wide dynamic range thanks to Dual

Camera Technology

L A Fast: 2 R3 minutes

— — A High sensitivity for oversize and
A g -
- ticle No. x5 {5 area xF oa xc =Ie]
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1 .aago 46 .ngg ,2234 2156 2156
\ SN . i il B i s N dersi
. s 1 = b . . undersize
fea ki 153 tiee 5 52
6,1222 5743 2170 ,239: 193
9,3810 L0438 2613 271 95
jaz i g e % it N . .
5256 W31 2338 ,243. 12 2312
vog i o g '; it . A Results comparable to sieve analysis
. - C3ace 2 19 Gt i 4
12,0319 5025 0575 ,0573 64 559,
» - a 18967 6598 37 11339 99 4 =
- ¢« ] B i A :, i
1o i & ot 2 o A Analvsis of | b f ticl
$x B case 3 22 “ “ nalysis of large numoer ot partcie
' ge #ss o i 4 353
i s 71 2 B * . .
13255 5226 3188 13164 186 d t t . p d bl d
v . B I . etections: reproducible an
\ s i s : i34 a3
: wems i 2 3 inaful |
: e b b B o meaningful results
> . L4 ® 1 10,536 1018256 760 75: 54 0743 P
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MICROTRAC

DYNAMIC IMAGE ANALYSIS: CAMSIZER SERIES SUER

s s | % ® I s
| s CAMSIZEREI! g | cAMSlZEn-:@ ;
CAMSIZER P4 CAMSIZER X2

Co e
A o f  BR30mMM A f mi R&mm
Dry measurement Dry or wet measurement

Air -jet dispersion

60 images / second > 300 images / second

A A
- . A

A Gravity dispersion

A A

A A Agglomerated powders: ground

Pourable bulk materials:

. coffee, crushed rock, metal
fertilizer pellets, sugar, dry sand

ower etc .
etc. P

part of VERDER U Microtrac MRB 20
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MICROTRAC

CAMSIZER ONLINE SAER

CAMSIZER offers unique

advantages for on -line analysis:

A Specifically designed for on  -line analysis in harsh,

industrial environments

MICROTRAC
EAMEB

Patented 3D size and shape

ﬁ%;"_".!%'gg'; Integration with plant Data Control System (DCS)

100% correlation with sieve analysis
Self-cleaning, low maintenance
SOP feature for unattended operation

Explosion proof (optional)

o Do Do Io Do o I

Custom, integrated sampling systems returning sample

to the process

PartOfV_I\ERpER_ . U n3gwafulpg pes=
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MICROTRAC

STATIC IMAGE ANALYSIS: CAMSIZER M1 SAMER

Hawitivvorksks:

A Microscopic evaluation of particles

A Sample is prepared on an object slide

A A moving sample stage is moving the slide
U
' - along a camera system
n ‘ A Images are acquired by a high -resolution
v

camera

A The stage is NOT moving during image

acquisition

CAMSIZER M1

Adiantageses:

A High accuracy for narrow distributions (within

one decade)
A Excellent image quality
A Detailed shape analysis

part of VERDER U Microtrac MRB 22
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MICROTRAC
APPLICATIONS IMAGE ANALYSIS SAMER

Fertilizer Medicine + Pharmacy Coal + Carbon Black Additive Manufacturing

Construction Materials Ceramics + Glass Sand

Catalysts Abrasives

part of VERDER \ U Microtrac MRB 23
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BUSINESS UNITS & TECHNOLOGIES Mlcnogyﬁgg

Pantidle Sizeze: Panticled Sizez& Siapepe: Sunféee P orosityity:
A 1nm R4 mm A f m' RIBSmm A Technology: Gas Adsorption
A Technology: Laser Diffraction, Dynamic A Technology: Dynamic and Static Image A Site: Osaka, Japan
Light Scattering Analysis
A Site: Montgomeryville, PA, USA A Site: Haan , Germany
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PRODUCT OVERVIEW POROSIMETRY Mlcnowgg

PHYSISORPTION Y [ CcHEMISORPTION | DENSITY MERCURY
H POROSIMETER

BELCATH

A BELSORP mini X A BELCAT I A BELpycno A BELPORE LP
A BELSORP max G A BELpycno L A BELPORE MP
A BELSORP max |l A BELPORE HP

part of VERDER \ U Microtrac MRB 25
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MICROTRAC
PHYSI - & CHEMISORPTION EAMER

ADSORPTION / DESORPTION ISOTHERM

250
Total pore volume /}average pore diameter j
200 —a-MCM41+AIPO4DAT (ADS)
=0~ MCM41+A|PO4.DAT (DES)
MONOLAYER FORMATION / ™
MICROPORE FILLING g 0
o & el
G_.:..-‘. St e T
* gase \:. 100 Pore distribution:
> -«
esopore
=0 Specific surface area: BET theory
¢ >
0
MULTILAYER FORMATION / FILLING ALL PORES / 0 01 02 03 04 05 06 07 08 09
CAPILLARY CONDENSATION ADSORPTION INTO VOIDS b/P,
Physisorption Chemisorption
A Weak adsorption A Strong adsorption
A Reversible A irreversible
A Surface area & pore analysis A Chemical surface reactions (catalysts)
part of VERDER U Microtrac MRB 26
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BELSORP SYSTEMS

BELSORPmMax GG

A 4 samples can be measured A Low pressure adsorption

simultaneously A Suitable for micropore analysis
A AFSM™ High reproducibility A AFSM™ High reproducibility
A Gas dosing optimization (GDO) A AFSM I
A Compact A Gas dosing optimization (GDO)
A Low -cost A Compact

Specific surface area and pore size analyzer
part of ‘MI\ U Microtrac MRB 27
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MICROTRAC

BEILSORPPmax i |1

A 4 samples can be measured

simultaneously

A max. 3 low pressure adsorption

ports

Suitable for micropore analysis
AFSM ™ High reproducibility
Gas dosing optimization (GDO)

Vapor adsorption

o Do Do Do Do

High speed evacuation line



MICROTRAC

OTHER ANALYZERS “AMER

MICROTRAC
MTB ‘ ‘ ‘
| |

P— m
BEILCATYII! BEILRYen0o o L

A Determination of the pure density of solids A Determination of the pure

A Catalyst evaluation _ _
A TPD TPRI/TPO, Pulse chemisorption, BET and powders using the gas displacement de_nSIty o So“d&_: and powders
_ _ method. using the gas displacement
single point measurement ethod.
A Breakthrough curve A Highly accurate measurement of sample |
volumes with variable volumes in the A Highly accurate measurement

A Compact/reasonable, but high -end of sample volumes with variable

measuring chambers.

model Compact measuring chambers.

A The device is easy to use
A Covers BELCAT -Band -A A

_ The device is easy to use
A one -hand operation y

A one -hand operation

part of VERDER 0 wrewas um M A Touch -Screen
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MICROTRAC

BELPORE SR

BELRPQRELIEY MRP HPIP

A Pore size distribution (differential, integral and as
histogram)

Pore volume, porosity

Particle size distribution

Bulk density and apparent density

Frost resistance of concrete

o Do Do Do o

Compliant to DIN ISO 15901

partofV_I\ERl_)ER__ U pu3gwdfwydy pes=
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WHERE IS IT USED? MICROTRRAG

4 [ K 74 Ed KX

Catalysts Carbon Adsorbents Batteries MOFs /PCPs Toner

e '?

Medicine Ceramics Cement Cosmetics Pigments Semiconductors

Most customers are related to "POWDERS".
~ 80 % R&D, universities ,research organizations

part of VERDER'.
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TIMELINE

1974

Microtrac launches
the first commer-
cial laser diff-
raction analyzer,
Microtrac Model
7991.

CARBOLITE

VCEROEER

part of VERDER'.

1987

Rollout of the
high-precision gas
adsorption instru-
ment BELSORP-28
by MicrotracBEL.

scientific

1998

Retsch Technology

develops the
CAMSIZER and
its patented dual
camnera system.

Hetsc

2002

Premiere of the
breakthrough
curve measu-
rement system
via adsorption
column method
BELSORP-Dyna.

U pn3gwqf wylpg pe-=

h MICROTRRAC

2006

Improvement

of CAMSIZER
with AutoHeight,
LED technology,
enhanced soft-
ware features,
improved resolu-
tion, sharpness &
contrast.

MEB

20M

Introduction of
CAMSIZER XT with
optional modules
for wet and dry
measurement.

2013
MicrotracBEL
introduces the
multi-sample BET
surface area mea-
surerment system,
BELSORP-MR6.

MICROTRAC

2018

Launch of the
Microtrac Sync:
laser diffrac-

tion and dynamic
image analysis
combined in one
instrument.

2019

Retsch Technology
launches the
CAMSIZER M1,
enhancing the
product portfolio
with a static image
analyzer.

SMEB

2020

Merging of Retsch
Technology,
Microtrac &
MicrotracBEL

into Microtrac
MRE under the
umbrella of Verder
Scientific.

Establishing a new leader in particle analysis:

A Fifty million US$ turnover
A 200 employees
A Three production sites
A One company
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